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EYE FOR YOU LTD 
RM. 502-503, NO. 38, PINGWU ROAD, CHANGNING DISTRICT 
 
The Following sample(s) was/were submitted and identified by the client as 
 
Sample Description : One sample of bag 
 
Test Performed   : Selected test(s) as requested by applicant 
 

*  *  *  *  * 
Sample Receiving Date  : APR. 03, 2008 
 
Testing Period   : APR. 03, 2008 – APR. 07, 2008 
 
Test Result(s)   : For further details, please refer to the following page(s). 
 
  
 
  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Ltd.  
 
 
 
______________________ 
Joyce Li (Account Executive) 
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Test Result 
 
Attachment Strength of Buckle (EN 71 Part 1: 2001; Use Instron CRE)  
 
Attachment Strength  
 
Specimen  Buckle 
 (Kg)   38.34 
 (N)   376 
 
Conclusion: The submitted sample comply with the requested test requirements. 
 

***End of Report*** 


